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to minimize further water penetration and eftlorescence.

WEATHERING: Concrete color and texture may change over time due to
pollutants, dirt, or surface wear. Use of a sealer will help protect against
the effects of weathering. Ferrispec iron and chromium oxide pigments
are weather resistant, and meet ASTM C979 specifications. For adchtlonal
information, refer to INGREDIENTS section.

CLEANING: Power-washing may etch or expose more of the aggregate color

and texture, as it removes the surface cement paste and contammants
with it.

Base Cement Color Sample .

DAJ4IO LdIl 070

RB6097 Burgundy 1-1/2%

RB6097 Burgundy 3%

RB6097 Burgundy 6%




